COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten 1 Molten APSTH o o VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten B.56 [Molten STD o FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten 26.40 [Molten STDR 99.70 0 PM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten 2.70  [Molten STD o PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten 349  [Molten APSTH o o O
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten 66 Molten APSTH 99.70 0 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten 42 Molten STD 99.70 0 PM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1 DRY AL SCRUB 30300103 Molten Molten MB o 502
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |1l W POTROOM [30300110 Molten 12 Molten APSTH o o PT
FALLS FALLS #1 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |1l W POTROOM [30300110 Molten 2.70  [Molten STD o PO
FALLS FALLS #1 ROOF Aluminum Aluminum M
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |1l W POTROOM [30300110 Molten B.70  [Molten APSTH o o PM1
FALLS FALLS #1 ROOF Aluminum Aluminum o
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |1l W POTROOM [30300110 Molten 2.70  [Molten APSTH o o VOC
FALLS FALLS #1 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |1l W POTROOM [30300110 Molten 2.04 [Molten STDR o o PM2
FALLS FALLS #1 ROOF Aluminum Aluminum .5
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |1l W POTROOM [30300110 Molten o Molten MB o 502
FALLS FALLS #1 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |1 W POTROOM [30300110 Molten B.56 [Molten STD o FL
FALLS FALLS #1 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA |10 DRY AL SCRUB 303019029  Molten 66 Molten APSTH 99.70 [1.88 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |10 DRY AL SCRUB 303019029  |Molten 349  [Molten APSTH o 3320.CO
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |10 DRY AL SCRUB 303019029  |Molten 0.02 |Molten STD 0.23 PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA |10 DRY AL SCRUB 303019029  Molten 42 Molten STD 99.70 [1.20 pPM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced
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ICOLUMBIA (COLUMBIA (10 |DRY AL SCRUB 303019029 |Molten 0.03 [Molten STD 0.31 FL
FALLS FALLS & BAGHOUSE IAluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (10 |DRY AL SCRUB 303019029 |Molten 26.40 [Molten STDR 99.70 0.75 pM2
FALLS FALLS & BAGHOUSE IAluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (10 |DRY AL SCRUB 303019029 |Molten 1 Molten IAP5TH ¢] 9.51 VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [(COLUMBIA (10 [E POTROOM [3030119029 |Molten 2.70 [Molten IAP5TH ¢] 25.69vV0C
FALLS FALLS #10 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (10 [E POTROOM [3030]19029 |Molten B3.70 [Molten IAP5TH ¢] 35.20PM1
FALLS FALLS #10 ROOF Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (10 [E POTROOM [3030]19029 |Molten 15.76 [Molten MB 149.9502
FALLS FALLS #10 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (10 [E POTROOM [3030]19029 |Molten 12 Molten IAP5TH ¢] 114.1PT
FALLS FALLS #10 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (10 [E POTROOM [3030]19029 |Molten 1.93 [Moliten STD 18.36P0
FALLS FALLS #10 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (10 [E POTROOM [3030]19029 |Molten 1.69 [Moiten STD 16.08FL
FALLS FALLS #10 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (10 [E POTROOM [3030]19029 |Molten 2.04 [Molten STDR ¢] 19.41PM2
FALLS FALLS #10 ROOF Aluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (11 [PASTE DRYING[303053328 |Molten 2.80 [Molten IAP5TH 99.90 (.07 PM1
FALLS FALLS PP3 Aluminum Aluminum 0
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (11 [PASTE DRYING[303053328 |Molten B Molten IAP5TH 99.90 [0.08 PT
FALLS FALLS PP3 Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (11 [PASTE DRYING[303053328 |Molten 2.80 [Molten STDR 99.90 (.07 pm2
FALLS FALLS PP3 Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (12 [SHOT BLAST [303053328 |Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS BAGHOUSE Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (12 [SHOT BLAST [303053328 |Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [(COLUMBIA (12 [SHOT BLAST [303053328 |Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS BAGHOUSE Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (13 WEST 30300104 Molten 10 Molten IAP5TH 99.90 PT
FALLS FALLS ALUMINA Aluminum Aluminum

ALUMINUM |ALUMINUM BAGHOUSE Produced Produced

ICOLUMBIA (COLUMBIA (13 WEST 30300104 Molten 5.80 [Moiten IAP5TH 99.90 PM1
FALLS FALLS ALUMINA Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM BAGHOUSE Produced Produced

ICOLUMBIA (COLUMBIA (13 WEST 30300104 Molten 5.80 [Moiten STDR 99.90 PM2
FALLS FALLS ALUMINA Aluminum Aluminum .5
ALUMINUM |ALUMINUM BAGHOUSE Produced Produced

ICOLUMBIA (COLUMBIA (14 [EAST ALUMINAB03053328 |Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (14 [EAST ALUMINA03053328 |Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS BAGHOUSE Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced
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ICOLUMBIA [(COLUMBIA (14 [EAST ALUMINA03053328 |Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS BAGHOUSE IAluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (15 [EAST ALUMINAB03053328 |Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS ELEVATOR IAluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (15 [EAST ALUMINAB03053328 |Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS ELEVATOR Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (15 [EAST ALUMINAB03053328 |Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS ELEVATOR Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (16 [EAST CONVEY (303053328 |Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS SILO BH - MH8 Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (16 [EAST CONVEY (303053328 |Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS SILO BH - MH8 Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (16 [EAST CONVEY (303053328 |Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS SILO BH - MH8 Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [17 CCOKE 303053328 [Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS UNLOADING Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [17 CCOKE 303053328 [Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS UNLOADING Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [17 CCOKE 303053328 [Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS UNLOADING Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (18 CCOKESILO 303053328 [Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS MH4 Aluminum Aluminum 0
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (18 CCOKESILO 303053328 [Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS MH4 Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA (18 CCOKESILO 303053328 [Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS MH4 Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA (19 ANODE DUST [(303053328 |Molten 2.90 [Molten IAP5TH 99.90 .08 pPM1
FALLS FALLS ICONTROL Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM SYSTEM Produced Produced

ICOLUMBIA [(COLUMBIA (19 |ANODE DUST [(303053328 |Molten 2.90 [Molten STDR 99.90 (.08 pm2
FALLS FALLS ICONTROL Aluminum Aluminum .5
ALUMINUM |ALUMINUM SYSTEM Produced Produced

ICOLUMBIA (COLUMBIA (19 |ANODE DUST [(303053328 |Molten 5 Molten IAP5TH 99.90 [0.13 PT
FALLS FALLS ICONTROL Aluminum Aluminum

ALUMINUM |ALUMINUM SYSTEM Produced Produced

ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB [30300103 Molten 26.40 [Molten STDR 99.70 0 PM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB [30300103 Molten B3.56 [Molten STD ¢] FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB [30300103 Molten 66 Molten IAP5TH 99.70 0 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB [30300103 Molten 1 Molten IAP5TH ¢] ¢] VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB [30300103 Molten 2.70 [Molten STD ¢] PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM |ALUMINUM Produced Produced
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ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB[(30300103 Molten 349 [Molten IAP5TH ¢] ¢] ICO
FALLS FALLS & BAGHOUSE IAluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [2 DRY AL SCRUB [(30300103 Molten |2 Molten STD 99.70 0 PM1
FALLS FALLS & BAGHOUSE IAluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA 2 W POTROOM [(30300110 Molten 2.04 [Molten STDR ¢] ¢] PM2
FALLS FALLS #2 ROOF Aluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA 2 W POTROOM [(30300110 Molten B3.56 [Molten STD ¢] FL
FALLS FALLS #2 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA 2 W POTROOM [(30300110 Molten 2.70 [Molten STD ¢] PO
FALLS FALLS #2 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA 2 W POTROOM [(30300110 Molten ¢] Molten MB ¢] 502
FALLS FALLS #2 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA 2 W POTROOM [(30300110 Molten B3.70 [Molten IAP5TH ¢] ¢] PM1
FALLS FALLS #2 ROOF Aluminum Aluminum 0
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA 2 W POTROOM [(30300110 Molten 12 Molten IAP5TH ¢] ¢] PT
FALLS FALLS #2 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA [ W POTROOM [(30300110 Molten 2.70 [Molten IAP5TH ¢] ¢] VOC
FALLS FALLS #2 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA [20 |PASTE PLANT [(303053328 |Molten 2.80 [Molten IAP5TH 95 B.73 PM1
FALLS FALLS EXTRUDER Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM PPO1 Produced Produced

ICOLUMBIA [COLUMBIA [20 |PASTE PLANT [(303053328 |Molten B Molten IAP5TH 95 4.00 PT
FALLS FALLS EXTRUDER Aluminum Aluminum

ALUMINUM |ALUMINUM PPO1 Produced Produced

ICOLUMBIA [COLUMBIA [20 |PASTE PLANT [(3030/53328 |Molten 2.80 [Molten STDR 95 B.73 PM2
FALLS FALLS EXTRUDER IAluminum Aluminum .5
ALUMINUM |ALUMINUM PPO1 Produced Produced

ICOLUMBIA [COLUMBIA [20 PASTE PLANT (303029283 |Anode 0.01 |Anode STD 0.19 pM2
FALLS FALLS MIXER PP2 .5
ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA [20 PASTE PLANT (303029283 |Anode 0.01 |Anode STD 0.19 pPM1
FALLS FALLS MIXER PP2 ¢]
ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA [20 PASTE PLANT (303029283 |Anode 0.01 |Anode STD 0.19 PT
FALLS FALLS MIXER PP2

ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA [20 PASTE PLANT (303029283 |Anode 0.00 |Anode STD 0.04 PO
FALLS FALLS MIXER PP2 M
ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA 21 POT LINE 303053328 [Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS SWEEPINGS Aluminum Aluminum .5
ALUMINUM |ALUMINUM AR4 Produced Produced

ICOLUMBIA [COLUMBIA 21 POT LINE 303053328 [Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS SWEEPINGS Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM AR4 Produced Produced

ICOLUMBIA [COLUMBIA 21 POT LINE 303053328 [Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS SWEEPINGS IAluminum Aluminum

ALUMINUM |ALUMINUM AR4 Produced Produced

ICOLUMBIA [(COLUMBIA (22 [TAC 30300104 Ton 5.80 fb/Ton STDR 99.90 PM2
FALLS FALLS BAGHOUSE .5
ALUMINUM |ALUMINUM ICO10

ICOLUMBIA [(COLUMBIA 22 [TAC 30300104 Ton 10 ib/Ton IAP5TH 99.90 PT
FALLS FALLS BAGHOUSE

ALUMINUM |ALUMINUM ICO10
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COLUMBIA (COLUMBIA 22 [TAC 30300104 [Ton 5.80 [b/Ton APSTH 99.90 0 PM1
FALLS FALLS BAGHOUSE o
ALUMINUM  ALUMINUM CO10

COLUMBIA (COLUMBIA 23 W PLANT 30300110 Molten 10 Molten APSTH 99.90 0 PT
FALLS FALLS SCRUB-N. BAG Aluminum Aluminum

ALUMINUM  ALUMINUM ARG Produced Produced

COLUMBIA (COLUMBIA 23 W PLANT 30300110 Molten B.70  [Molten APSTH 99.90 0 PM1
FALLS FALLS SCRUB-N. BAG Aluminum Aluminum o
ALUMINUM  ALUMINUM ARG Produced Produced

COLUMBIA (COLUMBIA 23 W PLANT 30300110 Molten B.70  [Molten STDR 99.90 0 PM2
FALLS FALLS SCRUB-N. BAG Aluminum Aluminum .5
ALUMINUM  ALUMINUM ARG Produced Produced

COLUMBIA (COLUMBIA [24 \WEST PLANT [30300110 Molten 10 Molten APSTH 99.90 0 PT
FALLS FALLS SCRUBBER- Aluminum Aluminum

ALUMINUM  ALUMINUM S.BAG Produced Produced

COLUMBIA (COLUMBIA [24 \WEST PLANT [30300110 Molten B.70  [Molten APSTH 99.90 0 PM1
FALLS FALLS SCRUBBER- Aluminum Aluminum o
ALUMINUM  ALUMINUM S.BAG Produced Produced

COLUMBIA (COLUMBIA [24 \WEST PLANT [30300110 Molten B.70  [Molten STDR 99.90 0 PM2
FALLS FALLS SCRUBBER- Aluminum Aluminum .5
ALUMINUM  ALUMINUM S.BAG Produced Produced

COLUMBIA (COLUMBIA 25 [ PLNT 303053328 Molten B.70  [Molten APSTH 99.90 (.10 pM1
FALLS FALLS SCRBBR-N.BAG Aluminum Aluminum o
ALUMINUM  ALUMINUM ARO1 Produced Produced

COLUMBIA (COLUMBIA 25 [ PLNT 303053328 Molten B.70  [Molten STDR 99.90 (.10 pM2
FALLS FALLS SCRBBR-N.BAG Aluminum Aluminum .5
ALUMINUM  ALUMINUM ARO1 Produced Produced

COLUMBIA (COLUMBIA 25 [ PLNT 303053328 Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS SCRBBR-N.BAG Aluminum Aluminum

ALUMINUM  ALUMINUM ARO1 Produced Produced

COLUMBIA (COLUMBIA 26 [ PLANT 303053328 Molten B.70  [Molten STDR 99.90 (.10 pM2
FALLS FALLS SCRUB-S.BAG Aluminum Aluminum .5
ALUMINUM  ALUMINUM AR2 Produced Produced

COLUMBIA (COLUMBIA 26 [ PLANT 303053328 Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS SCRUB-S.BAG Aluminum Aluminum

ALUMINUM  ALUMINUM AR2 Produced Produced

COLUMBIA (COLUMBIA 26 [ PLANT 303053328 Molten B.70  [Molten APSTH 99.90 (.10 pM1
FALLS FALLS SCRUB-S.BAG Aluminum Aluminum o
ALUMINUM  ALUMINUM AR2 Produced Produced

COLUMBIA (COLUMBIA [27 WEST PLANT [30300104 Molten 5.80 |Molten STDR 99.90 0 PM2
FALLS FALLS PIN CLEAN BH Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA [27 WEST PLANT [30300104 Molten 5.80 |Molten APSTH 99.90 0 PM1
FALLS FALLS PIN CLEAN BH Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA [27 \WEST PLANT [30300104 Molten 10 Molten APSTH 99.90 0 PT
FALLS FALLS PIN CLEAN BH Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 28 |ANODE 303053328 Molten 5.80 |Molten STDR 99.90 (.15 pM2
FALLS FALLS IABRADER CR6 Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 28 |ANODE 303053328 Molten 5.80 |Molten APSTH 99.90 (.15 pM1
FALLS FALLS IABRADER CR6 Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 28 |ANODE 303053328 Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS IABRADER CR6 Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 29 PASTEPLNT [303053328 |Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS BM BGHS NO Aluminum Aluminum

ALUMINUM  ALUMINUM MH1 Produced Produced

COLUMBIA (COLUMBIA 29 PASTEPLNT [303053328 |Molten 5.80 Molten STDR 99.90 (.15 pM2
FALLS FALLS BM BGHS NO Aluminum Aluminum .5
ALUMINUM  ALUMINUM MH1 Produced Produced
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ICOLUMBIA [(COLUMBIA 29 [PASTEPLNT [3030)53328 |Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS BM BGHS NO IAluminum Aluminum ¢]
ALUMINUM |ALUMINUM MH1 Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten 349 [Molten IAP5TH ¢] ¢] ICO
FALLS FALLS & BAGHOUSE IAluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten 1 Molten IAP5TH ¢] ¢] VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten 2.70 [Molten ¢] PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten 66 Molten IAP5TH 99.70 0 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten |2 Molten STD 99.70 0 PM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten B3.56 [Molten ¢] FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA [COLUMBIA [3 DRY AL SCRUB [30300103 Molten 26.40 [Molten STDR 99.70 0 PM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA [3 W POTROOM [(30300110 Molten ¢] Molten MB ¢] 502
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA [3 W POTROOM [(30300110 Molten 2.70 [Molten STD ¢] PO
FALLS FALLS #4 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA [3 W POTROOM [(30300110 Molten 2.04 [Molten STDR ¢] ¢] PM2
FALLS FALLS #4 ROOF Aluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA [3 W POTROOM [(30300110 Molten 2.70 [Molten IAP5TH ¢] ¢] VOC
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA [3 W POTROOM [(30300110 Molten B3.56 [Molten STD ¢] FL
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (3 W POTROOM [(30300110 Molten B3.70 [Molten IAP5TH ¢] ¢] PM1
FALLS FALLS #4 ROOF Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (3 W POTROOM [(30300110 Molten 12 Molten IAP5TH ¢] ¢] PT
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA (30 |PASTEPLNT [3030/53328 |Molten 5.80 [Moiten IAP5TH 99.90 (.15 PM1
FALLS FALLS BM BGHS SO Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM MH2 Produced Produced

ICOLUMBIA (COLUMBIA (30 |PASTEPLNT [3030/53328 |Molten 5.80 [Moiten STDR 99.90 (.15 pMm2
FALLS FALLS BM BGHS SO IAluminum Aluminum .5
ALUMINUM |ALUMINUM MH2 Produced Produced

ICOLUMBIA (COLUMBIA (30 |PASTEPLNT [3030/53328 |Molten 10 Molten IAP5TH 99.90 .27 PT
FALLS FALLS BM BGHS SO IAluminum Aluminum

ALUMINUM |ALUMINUM MH2 Produced Produced

ICOLUMBIA [COLUMBIA (31 BOILER 10201002 1000 0.60 [bs/1000 STDR ¢] PM2
FALLS FALLS Gallons Gallons .5
ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA (31 BOILER 10201002 1000 0.60 [bs/1000 IAP5TH ¢] PT
FALLS FALLS Gallons Gallons

ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA (31 BOILER 10201002 1000 0.25 [bs/1000 IAP5TH ¢] VOC
FALLS FALLS Gallons Gallons

ALUMINUM |ALUMINUM
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ICOLUMBIA [COLUMBIA (31 BOILER 10201002 1000 B3.20 [bs/1000 IAP5TH ¢] ICO
FALLS FALLS Gallons Gallons

ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA (31 BOILER 10201002 1000 ¢] Ibs/1000 IAP5TH ¢] NO
FALLS FALLS Gallons Gallons 2
ALUMINUM |ALUMINUM

ICOLUMBIA [COLUMBIA (31 BOILER 10201002 1000 0.60 [bs/1000 IAP5TH ¢] PM1
FALLS FALLS Gallons Gallons 0
ALUMINUM |ALUMINUM

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 84 Ibs/MMCF IAP5TH ¢] 5.54 CO
FALLS FALLS FIRED

ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 5.50 [bs/MMCF IAP5TH ¢] 0.36 VOC
FALLS FALLS FIRED

ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 0.60 [bs/MMCF IAP5TH ¢] 0.04 502
FALLS FALLS FIRED

ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 100  |[ibs/MMCF IAP5TH ¢] 6.60 NO
FALLS FALLS FIRED 2
ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF B3.20 [bs/MMCF FIRE ¢] 0.21 NH3
FALLS FALLS FIRED

ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 7.60 [bs/MMCF STDR ¢] 0.50 pM2
FALLS FALLS FIRED .5
ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 7.60 [bs/MMCF IAP5TH ¢] 0.50 pPM1
FALLS FALLS FIRED ¢]
ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 |NATURAL GAS (1020132 MMCF 7.60 [bs/MMCF IAP5TH ¢] 0.50 PT
FALLS FALLS FIRED

ALUMINUM |ALUMINUM FURNACE

ICOLUMBIA (COLUMBIA [31 [SMELTING 304053328 [Metal 1.40 [Metal STDR ¢] 37.33PM2
FALLS FALLS FURN/CRUCB Produced Produced .5
ALUMINUM |ALUMINUM ICO1-5

ICOLUMBIA (COLUMBIA [31 [SMELTING 304053328 [Metal 1.70 |Metal IAP5TH ¢] ¥5.33PM1
FALLS FALLS FURN/CRUCB Produced Produced ¢]
ALUMINUM |ALUMINUM ICO1-5

ICOLUMBIA (COLUMBIA [31 [SMELTING 304053328 [Metal 1.90 [Metal IAP5TH ¢] 50.66PT
FALLS FALLS FURN/CRUCB Produced Produced

ALUMINUM |ALUMINUM ICO1-5

ICOLUMBIA [COLUMBIA [32 [EZINC-CAST 303053328 [Ton 2.52 [b/Ton IAP5TH 90 6.72 PM1
FALLS FALLS FUG EMSN #3- ¢]
ALUMINUM |ALUMINUM ]

ICOLUMBIA [COLUMBIA [32 [EZINC-CAST 303053328 [Ton ¢] ib/Ton OTHER [0 ¢] ICL
FALLS FALLS FUG EMSN #3-

ALUMINUM |ALUMINUM ]

ICOLUMBIA [COLUMBIA [32 [EZINC-CAST 303053328 [Ton 2.52 [b/Ton IAP5TH 90 6.72 PT
FALLS FALLS FUG EMSN #3-

ALUMINUM |ALUMINUM ]

ICOLUMBIA [COLUMBIA [32 PZINC-CAST 303053328 [Ton 2.52 [b/Ton STDR 90 6.72 PM2
FALLS FALLS FUG EMSN #3- .5
ALUMINUM |ALUMINUM ]

ICOLUMBIA [COLUMBIA [33 DROSS 3040662 Dross 0.22 [Dross STDR 90 0.01 pM2
FALLS FALLS HANDLING Produced Produced .5
ALUMINUM |ALUMINUM Ico7

ICOLUMBIA [COLUMBIA [33 DROSS 3040662 Dross 0.22 [Dross IAP5TH 90 0.01 pPM1
FALLS FALLS HANDLING Produced Produced ¢]
ALUMINUM |ALUMINUM Ico7

ICOLUMBIA [COLUMBIA [33 DROSS 3040662 Dross 0.22 [Dross IAP5TH 90 0.01 PT
FALLS FALLS HANDLING Produced Produced

ALUMINUM |ALUMINUM Ico7
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COLUMBIA (COLUMBIA (34 ANDE SHL SND[3030110 Abrasive 20 Abrasive STDR o 1.10 pPM2
FALLS FALLS BLST CRO1 used used .5
ALUMINUM  ALUMINUM
COLUMBIA (COLUMBIA (34 ANDE SHL SND[3030110 Abrasive 20 Abrasive STDR o 1.10 PT
FALLS FALLS BLST CRO1 used used
ALUMINUM  ALUMINUM
COLUMBIA (COLUMBIA (34 ANDE SHL SND[3030110 Abrasive 20 Abrasive STDR o 1.10 pPM1
FALLS FALLS BLST CRO1 used used o
ALUMINUM  ALUMINUM
COLUMBIA (COLUMBIA (34 ANODE DEBRS 3030536 Molten 0.00 [Molten STDR 50 o PM2
FALLS FALLS STORGE CRO5 Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced
COLUMBIA (COLUMBIA (34 ANODE DEBRS 3030536 Molten 0.00 [Molten APSTH 50 o PM1
FALLS FALLS STORGE CRO5 Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced
COLUMBIA (COLUMBIA (34 ANODE DEBRS 3030536 Molten 0.00 [Molten APSTH 50 o PT
FALLS FALLS STORGE CRO5 Aluminum Aluminum
ALUMINUM  ALUMINUM Produced Produced
COLUMBIA (COLUMBIA (34 RODMILL 303053328 Molten 5.80 Molten APSTH 99.90 (.15 pM1
FALLS FALLS MATL Aluminum Aluminum o
ALUMINUM  ALUMINUM STORAGE Produced Produced

CR0O4
COLUMBIA (COLUMBIA (34 RODMILL 303053328 Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS MATL Aluminum Aluminum
ALUMINUM  ALUMINUM STORAGE Produced Produced

CR0O4
COLUMBIA (COLUMBIA (34 RODMILL 303053328 Molten 5.80 Molten STDR 99.90 (.15 pM2
FALLS FALLS MATL Aluminum Aluminum .5
ALUMINUM  ALUMINUM STORAGE Produced Produced

CR04
COLUMBIA (COLUMBIA (35 [LECTROMELT [3030|19 Steel 11.30 [Steel APSTH 90 0.01 pm1
FALLS FALLS FURNACE Produced Produced o
ALUMINUM  ALUMINUM
COLUMBIA (COLUMBIA (35 [LECTROMELT [3030|19 Steel 11.30 [Steel APSTH 90 0.01 PT
FALLS FALLS FURNACE Produced Produced
ALUMINUM  ALUMINUM
COLUMBIA (COLUMBIA (35 [LECTROMELT [3030|19 Steel 11.30 [Steel STDR 90 0.01 pm2
FALLS FALLS FURNACE Produced Produced .5
ALUMINUM  ALUMINUM
COLUMBIA (COLUMBIA (36 PT REBLD 303053328 Molten 5.80 |Molten STDR 99.90 (.15 pM2
FALLS FALLS MASONARY Aluminum Aluminum .5
ALUMINUM  ALUMINUM MIXER Produced Produced
COLUMBIA (COLUMBIA (36 PT REBLD 303053328 Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS MASONARY Aluminum Aluminum
ALUMINUM  ALUMINUM MIXER Produced Produced
COLUMBIA (COLUMBIA (36 PT REBLD 303053328 Molten 5.80 |Molten APSTH 99.90 (.15 pM1
FALLS FALLS MASONARY Aluminum Aluminum o
ALUMINUM  ALUMINUM MIXER Produced Produced
COLUMBIA (COLUMBIA (37 W CONVEYOR [30300104 Molten 5.80 |Molten APSTH 99.90 0 PM1
FALLS FALLS SILO - BH- Aluminum Aluminum o
ALUMINUM  ALUMINUM MH10 Produced Produced
COLUMBIA (COLUMBIA (37 W CONVEYOR [30300104 Molten 10 Molten APSTH 99.90 0 PT
FALLS FALLS SILO - BH- Aluminum Aluminum
ALUMINUM  ALUMINUM MH10 Produced Produced
COLUMBIA (COLUMBIA (37 W CONVEYOR [30300104 Molten 5.80 |Molten STDR 99.90 0 PM2
FALLS FALLS SILO - BH- Aluminum Aluminum .5
ALUMINUM  ALUMINUM MH10 Produced Produced
COLUMBIA (COLUMBIA (38 [EAST PLANT [303053328 |Molten 10 Molten APSTH 99.90 0.27 PT
FALLS FALLS PIN CLEAN BH Aluminum Aluminum
ALUMINUM  ALUMINUM Produced Produced
COLUMBIA (COLUMBIA (38 [EAST PLANT [303053328 |Molten 5.80 Molten STDR 99.90 (.15 pM2
FALLS FALLS PIN CLEAN BH Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced
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COLUMBIA (COLUMBIA (38 [EAST PLANT [303053328 |Molten 5.80 Molten APSTH 99.90 (.15 pM1
FALLS FALLS PIN CLEAN BH Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA (39 HAUL ROADS [3050[7143 VMT 0.28 [bs/VMT STDR o 1 PM1
FALLS FALLS PAVED MP5 o
ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 HAUL ROADS [3050[7143 VMT 0.07 [bs/VMT STDR o 0.25 pM2
FALLS FALLS PAVED MP5 .5
ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 HAUL ROADS [3050[7143 VMT 1.44  fbs/VMT STDR o 5.14 PT
FALLS FALLS PAVED MP5

ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 HAUL ROADS (30505000 VMT 2.706  [bs/VMT STDR o 6.75 PM1
FALLS FALLS UNPAVED MP5 o
ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 HAUL ROADS (30505000 VMT 0.39  [bs/VMT STDR o 0.98 pm2
FALLS FALLS UNPAVED MP5 .5
ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 HAUL ROADS (30505000 VMT 13.79 [bs/VMT STDR o 34.48PT
FALLS FALLS UNPAVED MP5

ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 [ANDFILL 50101 Acres 0.38 [bs/Acre AP4TH o 0.00 pm2
FALLS FALLS .5
ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 [ANDFILL 50101 Acres 0.38 [bs/Acre AP4TH o 0.00 pm1
FALLS FALLS o
ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA (39 [ANDFILL 50101 Acres 0.38 [bs/Acre AP4TH o 0.00 PT
FALLS FALLS

ALUMINUM  ALUMINUM

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten 26.40 [Molten STDR 99.70 0 PM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten 42 Molten STD 99.70 0 PM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten 66 Molten APSTH 99.70 0 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten B.56 [Molten STD o FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten 349  [Molten APSTH o o O
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten 2.70  [Molten STD o PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 DRY AL SCRUB 30300103 Molten 1 Molten APSTH o o VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA 4 W PORTOOM [30300110 Molten B.56 [Molten STD o FL
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA 4 W PORTOOM [30300110 Molten o Molten MB o 502
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA 4 W PORTOOM [30300110 Molten 2.70  [Molten APSTH o o VOC
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA 4 W PORTOOM [30300110 Molten 2.04 [Molten STDR o o PM2
FALLS FALLS #4 ROOF Aluminum Aluminum .5
ALUMINUM  ALUMINUM VENTS Produced Produced
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COLUMBIA (COLUMBIA W PORTOOM (30300110 Molten B.70  [Molten APSTH o o PM1
FALLS FALLS #4 ROOF Aluminum Aluminum o
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA W PORTOOM (30300110 Molten 12 Molten APSTH o o PT
FALLS FALLS #4 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA W PORTOOM (30300110 Molten 2.70  [Molten STD o PO
FALLS FALLS #4 ROOF Aluminum Aluminum M
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 349  [Molten APSTH o 660.6CO
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 1 Molten APSTH o 1.89 VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 0.03 [Molten STD 0.06 FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 26.40 [Molten STDR 99.70 (.15 pM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 0.02 [Molten STD 0.05 PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 42 Molten STD 99.70 (0.24 pM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 66 Molten APSTH 99.70 0.37 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten B.70  [Molten APSTH o 7.00 pM1
FALLS FALLS #5 ROOF Aluminum Aluminum o
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten 2.04 [Molten STDR o 3.86 PM2
FALLS FALLS #5 ROOF Aluminum Aluminum .5
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten 2.70  [Molten APSTH o 5.11 VOC
FALLS FALLS #5 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten 1.65 Molten STD B.12 FL
FALLS FALLS #5 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten 15.76 Molten MB 29.83502
FALLS FALLS #5 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten 1.62 Molten STD 8.07 PO
FALLS FALLS #5 ROOF Aluminum Aluminum M
ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA E POTROOM 0303786 Molten 12 Molten APSTH o 22.72PT
FALLS FALLS #5 ROOF Aluminum Aluminum

ALUMINUM  ALUMINUM VENTS Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 42 Molten STD 99.70 (0.24 pM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum o
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 26.40 [Molten STDR 99.70 (.15 pM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 349  [Molten APSTH o 660.6CO
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced

COLUMBIA (COLUMBIA DRY AL SCRUB 30303786 Molten 66 Molten APSTH 99.70 0.37 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM  ALUMINUM Produced Produced
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ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3786 Molten 0.02 [Molten STD 0.05 PO
FALLS FALLS & BAGHOUSE IAluminum Aluminum M
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3786 Molten 0.03 [Molten STD 0.06 FL
FALLS FALLS & BAGHOUSE IAluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030[3786 Molten 1 Molten IAP5TH ¢] 1.89 VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303([3786 Molten B3.70 [Molten IAP5TH ¢] 7.00 PM1
FALLS FALLS #6 ROOF Aluminum Aluminum 0
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3786 Molten 15.76 [Molten MB 29.83502
FALLS FALLS #6 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3786 Molten 1.65 [Moliten STD B.12 FL
FALLS FALLS #6 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3786 Molten 12 Molten IAP5TH ¢] R22.72PT
FALLS FALLS #6 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3786 Molten 2.70 [Molten IAP5TH ¢] 5.11 VOC
FALLS FALLS #6 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3786 Molten 1.62 [Molten IAP5TH B3.07 PO
FALLS FALLS #6 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3786 Molten 2.04 [Molten STDR ¢] 3.86 pPM2
FALLS FALLS #6 ROOF Aluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 0.02 [Molten STD 0.05 PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 349 [Molten IAP5TH ¢] 671.6C0
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 0.03 [Molten STD 0.06 FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten |2 Molten STD 99.70 [0.24 PM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 26.40 [Molten STDR 99.70 [0.15 pM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 66 Molten IAP5TH 99.70 [0.38 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 1 Molten IAP5TH ¢] 1.92 VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 12 Molten IAP5TH ¢] 23.09PT
FALLS FALLS #7 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten B3.70 [Molten IAP5TH ¢] 7.12 PM1
FALLS FALLS #7 ROOF Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 15.76 [Molten MB 30.33502
FALLS FALLS #7 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 2.11 [Molten STD 4.06 PO
FALLS FALLS #7 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced
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ICOLUMBIA (COLUMBIA E. POTROOM [303([3849 Molten 1.86 [Moliten STD 3.58 FL
FALLS FALLS #7 ROOF IAluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 2.04 [Molten STDR ¢] 3.93 pPM2
FALLS FALLS #7 ROOF IAluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303([3849 Molten 2.70 [Molten IAP5TH ¢] 5.20 VOC
FALLS FALLS #7 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 66 Molten IAP5TH 99.70 [0.38 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten |2 Molten STD 99.70 [0.24 PM1
FALLS FALLS & BAGHOUSE Aluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 1 Molten IAP5TH ¢] 1.92 VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 349 [Molten IAP5TH ¢] 671.6C0
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 0.03 [Molten STD 0.06 FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 26.40 [Molten STDR 99.70 [0.15 pM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [303(0[3849 Molten 0.02 [Molten STD 0.05 PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 1.86 [Moliten STD 3.58 FL
FALLS FALLS #8 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 2.11 [Molten STD 4.06 PO
FALLS FALLS #8 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 2.04 [Molten STDR ¢] 3.93 pPM2
FALLS FALLS #8 ROOF Aluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 12 Molten IAP5TH ¢] 23.09PT
FALLS FALLS #8 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 2.70 [Molten IAP5TH ¢] 5.20 VOC
FALLS FALLS #8 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten B3.70 [Molten IAP5TH ¢] 7.12 PM1
FALLS FALLS #8 ROOF Aluminum Aluminum 0
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E. POTROOM [303(0[3849 Molten 15.76 [Molten MB 30.33502
FALLS FALLS #8 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten 0.03 [Molten STD 0.31 FL
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten 26.40 [Molten STDR 99.70 0.75 pM2
FALLS FALLS & BAGHOUSE Aluminum Aluminum .5
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten 66 Molten IAP5TH 99.70 [1.88 PT
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten 1 Molten IAP5TH ¢] 9.51 VOC
FALLS FALLS & BAGHOUSE Aluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced
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ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten 349 [Molten IAP5TH ¢] 3320.CO
FALLS FALLS & BAGHOUSE IAluminum Aluminum

ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten |2 Molten STD 99.70 [1.20 PM1
FALLS FALLS & BAGHOUSE IAluminum Aluminum ¢]
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA DRY AL SCRUB [3030/19029  [Molten 0.02 [Molten STD 0.23 PO
FALLS FALLS & BAGHOUSE Aluminum Aluminum M
ALUMINUM |ALUMINUM Produced Produced

ICOLUMBIA (COLUMBIA E POTROOM [303(|19029 [Molten 1.69 [Moiten STD 16.08FL
FALLS FALLS #9 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E POTROOM [303(|19029 [Molten 1.93 [Moliten STD 18.36P0
FALLS FALLS #9 ROOF Aluminum Aluminum M
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E POTROOM [303(|19029 [Molten B3.70 [Molten IAP5TH ¢] 35.20PM1
FALLS FALLS #9 ROOF Aluminum Aluminum 0
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E POTROOM [303(|19029 [Molten 15.76 [Molten MB 149.9502
FALLS FALLS #9 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E POTROOM [303(|19029 [Molten 12 Molten IAP5TH ¢] 114.1PT
FALLS FALLS #9 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA (COLUMBIA E POTROOM [303(|19029 [Molten 2.04 [Molten STDR ¢] 19.41PM2
FALLS FALLS #9 ROOF IAluminum Aluminum .5
ALUMINUM |ALUMINUM VENTS Produced Produced

ICOLUMBIA [COLUMBIA E POTROOM [303(|19029 [Molten 2.70 [Molten IAP5TH ¢] 25.69vV0C
FALLS FALLS #9 ROOF Aluminum Aluminum

ALUMINUM |ALUMINUM VENTS Produced Produced

2018-003543-0310



